
 

STONE IDENTITY UNIT STANDARD COMMENTS AVERAGE VALUE

Bulk  density kg/m3 NF EN 1936 2670

Porosity % NF EN 1936 0.35

Flexion breaking load Mpa NF EN 12372 21.5

SUITABILITY UNIT STANDARD COMMENTS AVERAGE VALUE

Wear resistance mm NF EN 14157 19.67

Absorption by capilarity g/(m²xS
0.5 )

NF EN 1925 C1 0.75

Compression breaking load Mpa NF EN 1926 188

Frost resistancy cycles NF EN 12371 240

Source: Quarries   
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